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CLIENT:

Panagiotopouios S. A.

12 KM National Rd. Pyrgos-Patra

Amatiada, 11lia, Greece

Attn: Mr. Dionisis Panagiotopoulos

REFERENCE: Clay, S Barrel Tile

Report Date: August 18, 2014
Project No: T259-14
Page 1 of 3

TEST METHODS: AS.T.M. C1167-03

COSTOMER: Panagiotopoulos S. A.

TILE DESCRIPTION: Clay, S Barrel Tile

TILE IMPRINT: See Attached Photo

DATE DELWERED: 7/28/14
Specimen # 1 2 3 4 5 Average
Length (in.) 16.49 | 1648 | 16.49 | 1648 | 16,50 | 16.49
Width {in.) 10.76 | 10.75 110,75} 10.79 | 10.75 | 10.76
Thickness (in.) 0.43 | 047 | 0.45 | 045 0.51 0.46
Dry Wt.(lb.) 3.298 | 8,226 | 8.262 | 8.432 | 8.162 | 8.276
Transverse Strength (Ibs)| o7c | g5 | gog | ss0 | 950 | 9128

Tested Dry
Absorption (%) 848 | 9.02 | 857 | 942 | 9.36 8.97

Permeability {pass or fail)] Pass | Pass | Pass | ~~~~ | ~v~ Pass
Efflorescence None | None | None | None | None | None
Reactive Particulates None | None | None | None | None | None
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